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CONVERSION CHART 

CONVERSION CHART OF VICKERS HARDNESS
 (HV) TO ROCKWELL C (HRC)
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900 
890 
880 
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860 
850 
840 
830 
820 
810 
800 
790 
780 
770 
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750 
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730 

66.5 
66.1 
65.7 
65.3 
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62.9 
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20.9 
20.0 

 

 


